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July 26, 2024 

PROSOL SALES AND DISTRIBUTION LTD 
14-16 Gleadless Road 
Sheffield, S2 3AB, UK 

Reference: Laboratory Test Report 
Lab Identification No. 60739 
Invoice No. 92014 

Dear Sir or Madam: 

One (1) fabric sample, identified as Firecloak XL FBM1290, was received and tested in accordance 
with ASTM D 6413-22
results are as follows: 

Test Results 

Specimen Number After Flame (seconds) After Glow (seconds) Char Length (inches) 

 Length Width Length Width Length Width 

1 0.0 0.0 0.0 0.0 1.4 1.2 

2 0.0 0.0 0.0 0.0 1.2 1.3 

3 0.0 0.0 0.0 0.0 1.4 1.5 

4 0.0 0.0 0.0 0.0 1.3 1.1 

5 0.0 0.0 0.0 0.0 1.5 1.3 

Avg 0.0 0.0 0.0 0.0 1.4 1.3 

Note: There were no occurrences of melting or drippings. 

Sincerely, 

Brian S. Dement 

BSD/mr 


